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Pure Polymer- | Paul's
Poly- Spar Canned
ure!:hane \.-’grnish Lacquer BLO Tung ized Cambo
q oil Tung il | Finish
. Pene- Pene- Pene-
ini Surfac . . ) Com
Finish Category Surface Surface Surface trating trating trating ombo
Appearance Hard Warm Poor Warm Rich Rich Rich
Silken/ ilken/ | Silkenjwarm/
Texture/Feel Dense/glassy | Warmysoft | Waxy Soft/smooth Silken, Silken, ”_(ep" m,
- : supple supple soft
Durability (1-5) 5 4 3 4 4 4 4.5
Repairability Difficult Medium Easy Medium Easy Easy
Maintenance MNone None Some Some None MNone MNone
Application Moderate Maderate | Moderate | Easy Moderate | Easy Easy
Ease d !
Indoor/Qutdoor Indoor* Outdoor Both Indoor Both Both Both
Water Resistance Excellent Excellent Excellent | Good Excellent | Excellent | Excellent
Che-_mlcal Excellent Excellent Excellent | Excellent Excellent | Excellent | Excellent
Resistance
Heat Resistance Excellent Excellent Excellent | Excellent Excellent | Excellent | Excellent
UV Resistance NOMNE* Excellent | NOME Excellent Excellent | Excellent | Excellent
Food safe/No vOC NO NO NO NO YES Y¥ES NO
Mildew/Rot
. / YES YES YES ¥ES YES Y¥ES Y¥ES
Resistance
*There is UV cutdoor rated po ethane CLEAR WOOD FINISH COMPARISON CHAR FROM




